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NATIONAL ADVISCEY CC.MMT7TEE FC3 AERONAUTICS 

TECHNICAL NOTE NO. 1261 

EFFECT OF VAEIABIE3 IN WELDING TIEHTJIQUB CN THE STRENGTH OF 

DIKECT-CUESEMT K2TAL-A3C- WELDED JOINTS IN AIKCMFT . STEEL 

I - STATIC TENSION ML BENDING FATIGUE TESTS OF 

JOINTS IN SAE i+130 STEEL SEEET 

By C. B. Voldrich and E. T. Armstrong 

SUMMARY 

Arc-welded butt Joints In l/8~inch SAE ^-130 steel sheet of aircraft 
quality, which were made under various conditions cf welding and heat 
treatment, W9re tested to evaluate the effects cf specific welding- 
technique factors on the strength of the joints. The results of the ten- 
sile testa indicated that crater blowholes, or crater cracks, produced by 
interrupting the wold, had the meet pronounced influence en the trans- 
verse tensile strength of the butt-welded specimens; that position of 
welding had no significant effect on the tensile strength of any group cf 
specimens; that preheating produced no increase in either the scundnees 
cr strength of th« welds; and that welds made with alloy-steel electrodes 
were stronger than those made with plain—carbon—steel electrodes. It was 
found that the factor having the greatest influence on the plate-bending 
fatigue strength of the welded specimens was the external stress-raiser 
at the toe of walls in the reinforced specimens. 

INTEOBUCTION 

The increasing use of metal-arc welding in the fabrication of steel 
aircraft structures, brought about by the desire for increased production 
and ether advantages inherent in the metal-arc-welding method, has also 
brought into focus certain of its limitations. The level of weliability 
of aircraft steels, for example, is a very important factor, and the suit- 
ability of various types of electrodes for aircraft welding has been ex- 
tensive» ly investigated. The development of proper welding techniques has 
also beon giv«n much attention, since experience has shewn that many of 
the difficulties In the fabrication of welded airframes, such as distor- 
tion, cracking, and certain types 'of weld defects, may have their origin 
in faulty welding technique. 
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The Influence of veld penstration, contour, craters, undercutting, 
and similar factors en the structural integrity of aircraft joints is 
recognized, "but the degrees i:i -which thee a factors affect the static and 
dynamic strength are not yet fully understood. This investigation was 
originally set up to study the effect of thos3 factors and several others, 
such as hardness, grain size, and ch'jjr.ical-ccmpoaition gradients, on the 
strength of joints in SAE hl30  aircraft eteol veldod by the direct-currant 
metal-arc method. These factors are influenced by the skill of the weld- 
ing operator, type and size of electrode, veiling curront, speed and posi- 
tion of welding preheat, hoat treatment after welding, and the size, geom- 
etry, degree of restraint, and surface conditions at the weld Joint, 

The investigation reported herein was conducted und^r the sponsorship 
and with the financial assistance of the National Advisory Cemmittse for 
Aeronautics. 

MATERIALS AND EQUIPMENT 

Steel.— All metal—arc—welded specimens for the static tension and 
tending fatigue tests described in this report were made from aircraft- 
quality SAE 4130 steel eheet, l/8-inch thick. The chemical composition 
and strength of the material are given in table 1, 

Welding electrodes.- The electrodes used in the welding of the tesjt 
specimens were a plain-carbon—steel electrode and an aircraft welding 
electrode which produces an alloy-steel weld metal. It was specified, on 
the basis of a questionnaire eent to aircraft factories, that Wilson No. 
520 and Lincoln Planeweld No. 1 electrodes be used. 

Welding machine.- It was further specified that a direct-current 
motor—generator welding machine, of the type designed for airframe weld- 
ing, be used., .The use of crater-eliminating devices (remote current 
control) was. not desired. 

STATIC TENSION TESTS OF METAL-ARC-WELDEP SAE 4130 STEEL SHEET 

Preparation of Specimens 

Welded tension specimens were prepared in l/8-inch SAE 1+130 sheet as 
shown in figure 1 with welding conditions as given in table 2., For each 
combination of welding conditions (electrode, preheat, position, and heat 
treatment after welding), eight tension specimens were made. Four of 
these specimens had a weld made in a continuous bead with the arc break, 
when required, outside the boundaries of the tension coupon. The four 
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ether specimens were made with discentinucus welds; that is, the weld was 
stopped, the crater cleaned in the usual maürter, and welding resumed at 
definite points along the length of the veld groove. The tension speci- 
mens were then cut to include the interrupted portions of the welds. 

The velds were made manually in a single head from one side only, 
with current and speed adjusted to obtain the maximum root fusion possi- 
ble without the specimen melting through. Neither metallic nor refrac- 
tory strips were used to hack up the weld groove. The single-head weld 
was used, rather than a Joint welded from hoth sides, "because (a) the one- 
side butt weld is often encountered in aircraft work arid is more sensitive 
to internal defects, (h) it was desiied to test a weld with no secondary 
heat effects resulting from a root or reinforcing pass, and (c) the second 
pass would have eliminated incomplete fusion at the root, which was also 
to be studied. 

The face of the single-bead weld and irregularities on the root side 
were ground approximately flush with the surface of the sheet, but no at- 
tempt was made to remove undercutting"cr~to" obtain a perfectly flush or 
smooth surface. 

The amperage and arc voltage reported in table 1, as well as in 
succeeding tables of welding data, were measured as accurately as possi- 
ble with sensitive meters. Preheat temperatures were measured to ±10 F. 
Welding speeds (arc time) were measured with a stop watch. All stress- 
relief and heat treatments of 3AE 1+130 steel specimens (including butt- 
welded sheet and fillet-welded tube-plate specimens, reference l) were 
dene in a salt bath, except that drawing of quenched specimens was done 
in an electric muffle furnace. 

Radiographs of Weld Joints 

After machining, all specimens were X-rayed to locate the interrupted- 
weld areas and other defects. Prints of these X-rays are shown in figures 
2 to 17, with the ultimate tensile strength of each specimen and the weld- 
ing conditions used for each group of eight specimens. 

Although the four specimens at the left of each radiograph had con- 
tinuous welds and were meant to be as sound and fully weldad as possible, 
there were numerous instances in which these welds had pronounced defects, 
principally lack of fusion at the root. With one or two exceptions, how- 
ever, the presence of these defects in the continuous welds did net seri- 
ously reduce the static tensile strength. 

In the four specimens at the right in each radiograph, the number of 
weld defects was considerably greater, and there were distinct indications 
of crater blowholes, transverse crater cracking, and incomplete fusion at 
the .start of the second pass. These defects in the interrupted welds had 
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an appreciable effect en the static tensile strength. The presence of a 
flaw In the interrupted weld did not In evei-y case cause a reduction in 
strength, but if the results are analyzed by groups, it becomes evident 
that the continuous welde were stronger than the interrupted welds, even 
though the radiographs in seme cases indicate that one group was no better 
than the ether. 

Static Tension Tests 

The ultimate tensile strength for each specimen is shewn in the 
radiographs, and the average strength for each group of four specimens is 
given in table 3A. These data show clearly that the effect of weld inter- 
ruptions Is to reduce the static tensile strength of the inanediate weld 
area. It is interesting to note that the position of welding had little 
effect on the strength of the Joints; indeed, in this series of tests the 
average strength of the overhead welds was slightly greater than the 
strength of the flat and vertical wolds. Preheat, likewise, had no dis- 
cernible effect en the strength of the welded joints. This might not be 
the case, however, for joints in material thicker than l/8 inch. 

The effects of heat treatment after welding are also given in table 
3A. The welds made with plain-carbon—steel electrodes gained about 30 
percent in tensile strength, for both continuous and interrupted welds, 
as a result of the heat treatment used. The welds made with alloy—steel 
electrodes gained kO  percent (interrupted welds) to 50 percent (continu- 
ous welds) in strength after heat treatment. 

A summary of the static—tension—test data is gl\ren in table 3B and 
shows the decrease in tensile strength caused by interruptions in the 
weld. 

An analysis of the location of tension fractures is given in table 
3C with significant points as follows: 

1. All heat-treated specimens made with carben-steel electrodes 
failed in the weld. 

2. All heat—treated interrupted—bead specimens made with alloy-steel 
electrodes failed in th.? weld. 

3. Most of the heat—treated continuous—bead specimens made with 
alloy—steel electrodes failed in the weld. 

k.  All as-welded interrupted-bead specimens made with carben-steel 
electrodes failed in the weld. 
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5. Over one-third of the as-welded continuous—bead specimens made 
with carbon-steel electicdes had weld joints stronger than 
the parent plate. • 

6. Three-fourths of the an-welded interrupted-bead specimens made 
with alley-steel electrodes failed in the weld. 

7- Only one—fourth cf the as-welded continuous-bead specimens made 
with alloy-steel electrodes failed in the weld. 

FATIGUE TESTS OF METAL-AKC-WEUJED SAE 4l3C STEEL SHEET 

Preparation.of Specimens 

Metal-arc—welded fatigue—test specimens were made from l/8~inch SAE 
4130 eteel sheet as shown in figures 18 and 19 with welding conditions 
described in table k.    normalized plates were used for all specimens, but 
no heat treatment after welding was used, 

The butt Joint was a 90° closed single groove.  (See fig. 18.) The 
weld was made either with two beads (root and face), or with a single- 
face bead, by using plain-carbcn-steel welding electrodes. Some speci- 
mens in each set were made with continuous manual welds across the entire 
width of the plate, and others were made with interrupted welds to pro- 
duce a crater at the center of the specimen.  (See groups 3,  b,  7, and 8, 
fig. 18.) After the first half of the interrupted face bead was completed, 
the orator was wire-trushed but otherwise not disturbed. The remaining 
half of the bead was then welded with sufficient pause at the crater to 
permit good penetration in that area. No attempt was made, however, to 
fuse completely the crater cracks or blowholes. 

The plates were preheated to 300 F before welding in ordor to ob- 
tain easy starting conditions and uniform penetration for the entire 
length of the wold. In the two—bead specimens the root weld was made 
first, so that the face weld could be deposited more easily with higher 
heat input and maximum penetration without danger of melting through the 
feather edge of the scarfed Jcint. The welding current, arc voltage, and 
welding time were measured with automatic recording equipment and are 
given in table h. 

The welded specimens were then milled with the aid of a templet and 
Jig to the contour shown in figure 19. This taper contour provided for 
a constant fiber stress in the region of the weld when the specimens were 
tested in bending fatigue as cantilever beams. After contour milling, 
half of the specimens were ground on both sides to a smooth surface with 
no weld reinforcement (groups 2, h,  6, and 8, fig. 18). The remaining 
Bpecimenn were l<*ft with the natural weld reinforcements (groups 1, ?, 5, 
and 7, fig. 18). 
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Radi.cgra.phs cf Wald Joints 

Prior to fatigue testing, all welded specimens were X-rayed to bring 
out irrteiTi&l defects at the velds. The radiographs are shown in figures 
?1 to 28. The location of fatigue failure is indicated in the radiographs 
"by horizontal arrows and is discussed in the succeeding sections. 

Fatigue Tests 

The plate-tending fatigue tests were carried out on a 100-pcund 
capacity Krouse plate—bending machine with a maximum deflection of ±1 inch. 
The specimens wero gripped at the wide taper end, and the load was applied 
at the narrow taper end through a crank arm, the throw of which could be 
adjusted by means of an' eccentric rotor, A typical specimen ready for 
testing is Bhown in figure £0. 

In .order to obtain the maximum fiber stress in the reduced section 
of the test specimen, several representative specimens were first cali- 
brated by measuring the deflection at the load end for several increments 
of dead-weight loading. The stress fcr a given deflection was computed 
from the cantilever-beam formula, and the testing machine was then adjusted 
fcr deflections to produce the desired stress in the region of the weld. 

In order to check this method, a representative surface—ground speci- 
men was equipped with electrical—resistance strain gages on both surfaces, 
spanning the. weld zone, and the stresses at various deflections were meas- 
ured. It was found that the stresses measured by the strain—gage method 
checked within 5 percent of the stresses computed by the load-deflecticn 
method. 

The several groups of specimens were loaded at various stress levels 
(see table 5) and the test was carried to failure, or to not less than 
about 5 million cycles of completely reversed bending stress. All speci- 
mens were tested in the as-welded condition. The fatigue strength cf the 
specimens is given in table 5, and the data are graphed in figures 2$ and 
30. These figures also show reference S—N curves, taken from another in- 
vestigation on 1/8-inch SAE kl^O steel with the same mechanical and chem- 
ical properties, for unwelded specimens with no surface treatment and 
with the surfaces ground smooth. 

Results of teste on two—bead weld specimens.— Figure 29 shews the 
fatigue strength .of specimens with face and rcot beads, with continuous 
and interrupted welds, and with full reinforcement and a surface-ground 
weld. The specimens with two—bead, continuous, surface -ground welds 
(group 2) had the highest fatigue strength, which was appreciably higher 
than that of the unwelded control specimens with no surface treatment 
(line B), but belcw that of surface-ground unwelded plate (line A). The 
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fatigue strength of groyp 2 was ?rote*Xy  lüAueBced by the lower strength 
of th* vald metal (ts/o apetfffift&e mied on the veld end tvc in the fus.cn 
line), although no internal weld effects wore discernible in the radio- 

graphs (figs. 22(a) and 22(b)). 

Th* varied location of the group 2 fatigue fractures also indicated 
that the decrease in fatigue strangth from the liiw A level could net „« 
attributed solely to welding effects. It is believed that the surface 
decarburization remaining in the specimens (the surfaces of whicü were 
not machined 30 deep as the line A specimens) contributed t) the decrease 
in fatigu« strength. It is also significant that the group 2 specimens, 
which had only a few thousandths of" an inch removed from the surface, 
wer« stronger in fatigue than the line B unvelded specimens which had no 
surface treatment. 

Continuous two-bead weld specimens with full reinforcement (group l) 
had a much lower fatigue strergth than similar eurfaco-grcund specimens 
(group 2). In all cases the specimens in group 2 failed at the toe ci 
the larger (face) bead and thus indicated the pronounced effect ol tue 
stress concentration at that psint.  (See radiographs, figs. 21(a) and 
21(b).) 

The interrupted-weld specimens with full reinforcement (group 3) 
also failed at the toe of the face bead.  (See radiographs, figs, ^a) 
and 23(b).) Probably there were internal defects at the point of inter- 
ruption of the wsld, but they are not visible in the radiographs and, it 
present, had ns chance to influence the fatigue strength because of the 
greater influence of the external stress-raiser at the tee of^the lace 
bead. Figure 2$  shows that the toe-of-weld stress-concentration effect 
was greater for the interrupted-weld specimens (group 3) than for the 
cor^inuous-weld specimens (group l). This is possible because the face 
bead in the group 3 specimens was higher and fuller with incipient over- 
lapping at the weld interruption. 

The surface-ground, interrupted, two-bead velds (group k)  had a 
higher fatigue strength than the companion specimens with full reinforce- 
ment (group 3). The radiographs in figures 24(a) and 24(b) indicate tüat 
the location of fatigue failure of the group k  specimens was influenced 
by tho presence of crater defects at the weld interruption, although tho 
fatigue strength of weld motal itsolf may have had an effect. 

It is significant that the intornal defects in the specimens of 
group h  had a less deleterious effect on the plate-bonding fatigue 
strength than thu external toe-cf-wold stress-raisers (which might well 
be called defects as far as fatigue strength is coneemod) in tho cempan 
i«i group 3 specimens. In bending, the surface of the specimens is mere 
highly stressed than the internal fibers. In axial loading the stress ic 
nearly uniform across the section, and internal defects of the magnitude 
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shown in figures 24(a) and 2k(o)  would xic  doubt exert a greater influence 
on fatigue strength. 

Ee3ults__of tests on sing,1.-^:9ad_yeld_^e^lgien6.- Figure 30 presents 
the fatigue data on specimens with continuous and Interrupted single—bead 
welds with and without weld reinforcement. There is no significant dif- 
ference in the fatigue behavior of the various types of welds (groups 5, 
6, 7, and 8) so far as the S—N data are concerned. The only group which 
departed appreciably from the base line B for unwelded specimens is group 
8, in which large crater blowholes were present at the weld interruption. 
(See radiographs, fig. 28.) 

The continuous eingle—bead surface-ground specimens (group 6) failed 
outside the weld zone at the end of the tapered section because of the 
secondary stress concentration at tho change of section at the grip. 
(See fig. 26.) The two "sets of specimens with reinforcement intact 
(groups 5 and 7) failed at tho toe of the weld. Group 7 had internal 
crater defects of considerable size (see fig. 27, particularly specimen 
586-7), but thesa had no effect on the fatigue strength. 

Typical ^fatigue fractures.— Figures $1,  32, and 33 show typical 
plate—bonding fatigue fracturss for the various types of weld specimens. 

DISCUSSION OF RESULTS 

Static Tension Tests 

The most pronounced influence on the transverse tensile strength of 
the butt—welded specimens appeared to be that cf the crater blowholes or 
crater cracks, which were produced by interrupting the weld. In most 
cases this condition caused a decrease in the strength from that of com— 
panicn continuous-weld specimens which had no crater defects. 

Some of the continuous-weld specimens had other weld defects (lack 
of complete penetration to the root of the weld), but these had less ef- 
fect on the transverse tensile strength than the crater defects in inter- 
rupted—veld specimens. 

The position of welding had no significant effect on the tensile 
strength of any group of specimens, other conditions being equal. 

Preheating of the plates to 300° F produced no increase in either 
the soundness or strength of the welds, This does not mean that preheat 
is unnecessary in metal-arc welding of the aircraft structural steels. 
It Is often desirable to use preheat to prevent cracking of the steel 
adjacent to the weld- The present indications are, however, that 



NACA TN No. 1261 . 9 

preheating is of doubtful value as a means cf improving the quality of 
welds (absence of crater or root defects) in thin plates. 

The welds made with alloy—steel electrodes were strenger than those 
made with pis in-carbon—steel electrodes. The degree and character cf 
weld defects were comparable for both types of electrodes, but the added 
strength of the alloy-steel velds helped tc nullify the effect of weld 
defects. The alloy—steel welds also shewed a greater increase in strength 
when heat treated after welding. 

It is to be noted that all these data are.for single—bead welds with 
the face reinforcement removed. If the weld,reinforcement had not been 
removed, the increased cross section at the weld undoubtedly would have 
caused more failures in the parent plate or at the fusion zone at higher 
strengths. In such welds the effect of internal defects would be le3s 
pronounced than when the reinforcement is removed. 

Fatigue Tests 

In the eight types of wald-Joints tests (see fig. 18), there were 
two principal differences: 

1. The Joints either had the natural weld reinforcement or were 
machined flush with the surface of the pla.tes. 

2. The Joints either had a sound weld (continuous bead) or a weld 
with internal crater defects (interrupted bead). 

The factor which had the greatest influence on the plate-bending 
fatigue Btrength of the welded specimens was the external stress-raiser 
at the toe of welds in the reinforced specimens. The internal stress- 
raisers, caused by crater blowholes .or cracks, caused failure only when 
the weld reinforcement (and hence the external stress—raiser) was removed. 
The probable explanation for this was that in the plate—bending test, the 
surface had a higher stress than the internal fibers. If a uniformly 
distributed stress were U3ed (axial tension fatigue) the influence of in- 
ternal defects would be more pronounced. However, the effect of external 
stress—raisers at the töe of reinforced welds would still be critical. 

No specimens were tested in this series which were heat treated 
after welding. Results of tests on other plates of welded specimens (ref- 
erence l) indicate that while the fatigue strength may improve if the ten- 
sile strength is increased by heat treatment, the effect cf stress concen- 
trations arising from geometry of the Joint is very great and all but 
vitiates any improvement derived from heat treatment. 
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The present tests shcv üose evidence that surface* decarburlzaticn 
exerts a marked influence on fatigue strength. This Is indicated by the 
tests of surface-ground spaciawiia and as-rolled speciir.ene (see fig. 29), 
tut the test data for the mc-tal-arc-welded specimens are insufficient fcr 
conclusion. However, the results of other investigations of the fatigue 
strength of SAE 4130 steel show quite conclusively that decarburization 
may be an important factor. This has little to dc with welding technique, 
but is mentioned here because meat of the commercially supplied aircraft 
eteel of the 4130 type is decarburizod to some degree at the surface. 
Since the meet critical stress concentrations In welded aircraft steel 
parts are often at the surface, adjacent to welds, the added influence of 
the decarturized layer with its lower Inherent fatigue strength should not 
b« overlooked in a consideretion of fatigue behavior. 

Fattell« Memorial Institute, 
Columbus, Chic, Kay Vjhk, 
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TABLE 1.     PROPERTIES OF l/8-INCH SAE U13O STEEL SHEET  (l) 
USED FOR METAL-ARC BUTT WELD TENSION AND FATIGUE 

TEST  SPECIMENS 

Chemical Composition    Per Cent  (Mill Analysis) 
C Mn P S Si Cr Mo 

0.31 

•32 

O.U7 0.023 

.023 

0.017 

.020 

0.25 

.26 •95 

0.21 

.23 

Mechanical Properties 

Yield Strength, 
p. fr.i. 

Ultimate Tensile 
Strength,  p.s.i. 

Elongation, 
<jb in 2» 

Rockwell  B 
Hardness 

81.UOO 97.500 22 92 

(1)    Hot-rolled;normalized and drawn to strength shown. 
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TABLE 3B.    SUMMARY OF TENSILE STRENGTH DATA 

Positions Joints with Joints with Per Cent Decrease 
Heat and Continuous Interrupted in Tensile Strength 

Electrode Treatment Preheat Welds »Velds oi   Interrupted Welds 

Carbon s£eel As welded All 103,300 88.400 15 
Carbon steel q 4 D All 137,000 116,700 15 
Alloy steel As welded All 102,300 100,500 2 
Alloy steel Q 4 D All 154,100 139,600 9 

Both As welded All 102,800 94,500 8 
Both Q & D All 145,600 128,200 12 

Both Both All 124,200 

TTry i 

111,300 10 

TABLE 3C.    LOCATION OF STATIC-TENSION FRACTURES 
IN BUTT-WELDED SPECIMENS IN l/8-INCH 

SHEET 

(See also Figures 2-17,  inclusive) 

Character 
of 

Weld 
Electrode 

Used 

Heat 
Treatment 
After 
Welding 

Number 
of 

Tension 
Tests 
Made 

Relative Number 
of Fractures: 

Relative Percentage 
of Fractures: 

in 
Parent 
Plate 

in 
Weld 

in 
Parent 
Plate 

in 
Weld 

Cont- 
inuous 

Carbon 
Steel 

AW 
0. & D 

16 
16 

6 
0 

10 
16 

38 
0 

62 
100 

Alloy 
Steel 

If 
% & D 

r "i5 " " 
ii 

"15  
2 

—U" 
9 

"75 
18 

25 
82 

All conditions 59 20 39 3»» 66 

Inter- 

rupted 

Carbon 
Steel 

AW 
q & D 

16 
15 

0 
0 

16 
15 

0 
0 

100 
100 

Alloy 
Steel 

AW 
0. & D 

16 
16 

u 
0 

12 
16 

25 
0 

75 
100 

All condi tions 63 u 59 6 su 
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CONTINUOUS FACE BEAD (2) 

CONTINUOUS ROOT BEAD (1) 

INTERRUPTED FACE BEAD(2) 

"j-ü:%h'-"r 

&?J?J&JV&lP/2ZZ>
äjrrfr?*t V. ^ic I &£&£ >.•?&?<% 

^v.Atr1-:v^^"vtv^ismkvvsvs^w<v-tc".i"v"""^vv 

CONTINUOUS ROOT BEAD (I) 

GROUP I. WELDED BOTH 
SIDES»CONTlNUOUS BEADS, 

WITH REINFORCEMENT. 

GRO\JP2:   SAME AS 
GROUP I, WITH SUR- 
FACES GROUND SMOOTH. 

GROUP3:    WELDED BOTH 

SIDES,INTERRUPTED 
FACE BEAD.WITH REIN- 
FORCE MENT. 
GROUP 4. SAME AS 
GROUP3.WITH SUR- 
FACES GROUND SMOOTH. 

CONTINUOUS FAOE BEAD(I) 

NO ROOT BEAD 

INTERRUPTED FACE BEAD (I) 

^^^^ss^^^**^?»?»»^ '-w»»w ^^m» 

^VWt^ W- V^N^ • >».l.M>>VtV> vi-^-y^ 

NO ROOT BEAD. 

Wl 

^J7H 

GROUPS: WELDED FROM 
GROOVE SIDEONLY.CON- 
TINUOUS BEAD,WITH 
REINFORCEMENT. 
GROUP 6! 
SAMEASGROUP5,WrTH 
SURFACES GROUND 
SMOOTH. 

GROUP. 7: WELDED FROM 

GROOVE SIDE ONLY, IN- 

TERRUPTED BEAD,WITH 
REINFORCEMENT. 

GROUP 8. SAME AS GROUP 
7, WITH SURFACES 
GROUND SMOOTH. 

FOR ALL GROUPS,  JOINT WAS  90-DEGREE SINGLE.-VEE BUTT,CLOSED ROOT,WITH 
ALL WELDING DONE IN THE FIAT POSITION.    FOR  JOINTS WELDED FROM BOTH SIDES 
THE ROOT BEAD, I , WAS WELDED FIRST,   FROM THE ROOT SIDE. 

FIGURE 18 -DETAIL OF WELD JOINT IN  ]/Q- INCH STEEL, PLATE SPECIMEN FOR 

BENDING - FATIGUE  TESTS. 
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29261 

Figure 20.—Krouse plate-bending machine with welded specimen in place for fatigue test. 
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NACA  TN  No.   1261 Fig.   29 

A: REFERENCE S-N CURVE FOR UNWELDED '/Q SAE.4130 STEEL 
SHEET(NORMALIZED)SURFACE-GROUND BOTH SIDES TO 0.08" 
THICKNESS TO REMOVE ROUGHNESS AND DECARBURIZED 
SURFACE LAYER. 

B: REFERENCE S-N CURVE FOR UNWELDED    ^8 SAE 4130 STEEL 
SHEET (NORMALIZED) TESTED WITH AS*-ROLLED SURFACE. 
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0 2- BEAD  INTERRUPTED,FLUSH 

• 2" BEAD  CONTINUOUS, REIN FORCED 

• 2-BEAD   INTERRUPTED, REINFORCED 

LOCATION OF FAILURE 

p-UNAFFECTED PLATE  . 

f-  FUSION ZONE 

t - TOE OF LARGE WELD BEAD. 

w- CENTEROF WELD 

FIGURE29.-BENDING- FATIGUE TESTS OF TWO-BEAD   METAL-ARC 

BUTT WELDS IN V-INCH SAE. 4130 STEEL SHEET 
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A REFERENCE S-N CURVE FOR UNWELDED  78 S.A.E. 4130 STEEL 
SHEET (NORMALIZED), SURFACE-GROUND BOTH SIDES TO 0.08" 
THICKNESS TO REMOVE ROUGHNESS AND SURFACE DECARBURI- 

ZATION. 
B: REFERENCE S-N CURVE FOR UNWELDED '/8 S.A.E. 4I30STEEL 

SHEET(NORMAUZED), TESTED WITH AS- ROLLED SURFACE 
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NACA TN No. 1261 Fig. 31 

Continuous single-bead weld 
(face side). 

Interrupted two-bead weld 
(face side). 

21610 

Figure 31.—Typical plate-bending fatigue fractures at toe of weld bead (face-weld views). 
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NACA TN No. 1261 Fig. 32 

Continuous single-bead weld 
(root side). 

Failure at toe of face bead. 
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Interrupted two-bead weld 
(root side). 

Failure at toe of face bead. 

21611 

Figure 32.—Typical plate-bending fatigue fractures at toe of weld bead (root-weld views). 
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NACA TN No. 1261 Fig. 33 

m~z S$4-b SS4-S 

A—Interrupted two-bead weld (no failure). 
B—Continuous two-bead weld (failure in plate at change of section). 
C—Continuous two-bead weld (failure in center of weld). 

21612 

FIGURE   33.—Typical plate-bending   fatigue  fractures  in welded  specimens  with  no 
reinforcement 
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